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INSPECTION CERTIFICATE

B ZE R A R E]
Founder Land Co., Ltd.
T HIR R HESD S SR IR 555
TEL: (04)25686240
FAX:(04)25663645 (04)25686430

& T H RIS (Manu.No.) - MR AR AN B H W (Date) 2008/3/28
& F4#% (Customer) A0188 # EMaterial.) :
i #4(Commodity ) P/O-19C (&) At T (Size) 22.20%2.00%1000mm
7 % Mo#& H H R S 1 S
01 [8i4-#ML (OUTSIDE DIAMETER) +0.10. -0.10 22,13 ~22.17
02 |SME-JE +0.05. -0.05 1.98 ~2.02
03 |BifiE- K% (LENGTH) A42.00. -0 1000
04 |S4E- RIS (HRB) 105 ~ 115 110~111
05 |fiAE-Hihram/E (TENSILE STRENGTH) >1000 N/mm?® 1133.0
06 [SHE-Fe R >850 N/mm? 907.0
07 |6M7E {3 (ELONGATION) >5 % 5~6
08 |8 L% (STRAIGHTNESS) < 1.0mm/M 0.25 ~0.34
09 |$i4%- &R (FLATTENING TEST) =2/3D OK
10 |$i%%-#4% (FLARING TEST) =1.05D OK
11 |$iAE-A4A0H (VISUAL INSPECTION) ST OK
12
B 3% C Si Mn P S Ti \% Nb Mo
R <021 | <035 | 1.00~1.65 | <0035 | <0035 | <0.04 | <0.04 |0.001~0.050]0.10~0.70
B
AFFIHEEEROSR S ML AT At 38T fifizt(RemarK)
WE HEREBY CERTIFY THAT THE MATERIAL DESCRIBED HEREIN
HAS BEEN SATISFACTORILY TESTED IN ACCORDANCE WITH s
THE SPECIFICATION . (%)
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